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DATA
CHEM

{

LABORATORIES, INC.
11/9/05
SUBMITTED TO:
Joan Kessner
Washington Closure Hanford
3190 George Washington Way, MSIN H9-02
Richland, WA 99352
REFERENCE DATA:
Client Sample No.: J10F42 through J10F81
P.O. No.: Not Available
Sample Location: 119-N Asbestos/119-NA Asbestos/]181-NC Asbestos/1313-N Asbestos
Sample Type: Bulk
Method Reference: EPA-600/R-93/116
DCL Set ID No.: 05-A-6085
DCL Sample ID No.: 05-38723 through 05-38747
Sample Receipt Date: 11/3/05
Analysis Date: 11/9/05

We certify that the following samples were prepared and analyzed by Polarized Light Microscopy for
asbestos and other fibrous constituents using EPA-600/R-93/116. The samples were acceptable upon receipt
except where noted. The samples were examined under a stereomicroscope in a laboratory fume hood for general
composition and phase separation. If needed, portions of the sample were removed and ground with a mortar and
pestle before being mounted on a glass microscope slide. Mountings of representative portions of the material
are prepared in one or more appropriate refractive index liquids (1.550, 1.605, 1.680) and examined by Polarized
Light Microscopy®. Estimates of concentration are made on an area basis. The results of the analysis apply only
to the materials analyzed and are summarized on the attached bulk asbestos analysis data sheets. DataChem
Laboratories will dispose of all bulk samples after 60 days unless other arrangements are made,

, - Ly

Shawn Smythe mna Marie Ristich
Analyst Reviewer

*Floor tiles, decorative paints, joint compounds, and ¢ement materials require additional treatment in order to
evaluate the concentration of small asbestos fibers bound in the material. Some samples may contain fibers that are
not visible by PLM and can only be detected by electron microscopy techniques. Floor tiles are analyzed as
homogeneous materials if insufficient mastic is present or if phases have been cross contaminated.

. DataChem Laboratories NVLAP Lab ID: 101917, Laboratory accreditation by the National Institute of
Standards and Technology does not in any way constitute approval or endorsement by NVLAP, NIST, or any agency
of the federal government..

CINCINNATI OFFICE WEST COAST OFFICE

4388 GLENDALE-MILFORD RCAD 11 SANTA YORMA COURT
CINCINNATI, OHIO 45242-3708 NOVATO, CALIFORNIA 54945
513 733-5338, FAX 513 733-5347 800 280-8071, FAX 415 893-9468

RC-0CL



DataChem Laboratories
Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 119-N Asbestos
Set ID: 05-A-6085

11/9/05

Client Sample ID: JI0F42 J10F43 J10F44 J10F45 J10F46

DCL Sample ID: 05-38723 05-38724 05-38725 05-38726 05-38727

Macroscopic Examination

Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted

Homogeneity: Layered Layered Homog. Heterog. Homog.
Inseparable Inseparable

Color: Yellow/Grey Yellow/Grey Yellow/Grey Grey Grey

Texture: Fibrous Fibrous Fibrous Crmby/Fbrs Pwdry/Fbrs

Description: Insulation Insulation Insulation Material Material

Analysis: PLM PLM PLM PLM PLM

Asbestiform Minerals

% Chrysotile: >3<5

% Amosite: >10=<20

% Crocidolite;

% Tremolite - Actinolite:

% Anthophyllite:

% Total Asbestos: ND ND ND ND >13<15

Other Materlals

% Cellulose:

% Fiberglass: >60570 >60 <70 >90 <100 >30 <40

% Other Fibers: >10=20 >10520 >10520

% Resin/Binder:

% Non Fibrous: >5<10 >5510 >3<5 >30=<40 >70=< 80

ND = None Detected Trace =<1%
Special Prep Procedures: None.

*Notes: P. 0. #: Not Available.

S _

hawn Smythe
Microscopist

All values are in area percent by visual estimate, The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
“.. If the asbestos content is estimated to be less than 10% by a method other than point counting,... {the analysis) be repeated using the point counting

technique by PLM." Any of the above samples can be reanalyzed by point counting at the client’s request.

Wherever possible, separate phases are analyzed and reported individually.

Page 2 of 6



11/9/05

DataChem Laboratories
Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 119-N Asbestos
Set ID: 05-A-6085

Client Sample ID: JI0F47 J10F48 J10F49 J10F50 J10F51

DCL Sample ID: 05-38728 05-38729 05-38730 05-38731 05-38732

Macroscopic Examination

Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted

Homogeneity: Heterog. Homog. Homog. Homog. Layered
Inseparabe

Color: Yellow/Grey Grey Grey Grey Yeltow/Grey

Texture: Fbrs/Crmby Fibrous Fibrous Fibrous Fibrous

Description: Material Insulation Insulation Insulation Insulation

Analysis: PLM PLM PLM PLM PLM

Asbestiform Minerals

% Chrysotile:

% Amosite:

% Crocidolite:

% Tremolite - Actinolite:

% Anthophyllite:

% Total Asbestos: ND ND ND ND ND

Other Materials

% Cellulose: >1<3 >1<3 >5<10

% Fiberglass: >50<60 >80<90 >70<80 >80<90 >60<70

% Other Fibers: >10=520

% Resin/Binder:

% Non Fibrous: >30=<40 >5<510 >5<10 >5=<10 >5<10

ND = None Detected Trace =<1%

Special Prep Procedures; None.

*Notes: P. O. # Not Available.

P = O ==

Shawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
*... If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting

technique by PLM.” Any of the above samples can be reznalyzed by point counting at the client's request.

Wherever possible, separate phases are analyzed and reported individually.

Page3 of 6



11/9/05

DataChem Laboratories
Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 119-N Asbestos/119-NA Asbestos

Set ID: 05-A-6085

Client Sample ID: J10F52 JIOF53 J10F54 J10F60 JI0F61

DCL Sample ID: 05-38733 05-38734 05-38735 05-38736 05-38737

Macroscopic Examination

Accepted/Rejected: Accepted Accepted Accepted Accepied Accepted

Homogeneity: Layered Layered Layered Layered Layered
Inseparabe Inseparabe Inseparabe Inseparabe Inseparabe

Color: Yellow/Grey Yellow/Grey Yellow/Tan Yellow/Tan Yellow/Tan

Texture: Fibrous Fibrous Fibrous Fibrous Fibrous

Description: Insulation Insulation Insulation Insulation Insulation

Analysis: PLM PLM PLM PLM PLM

Asbestiform Minerals

% Chrysotile:

% Amosite:

% Crocidolite:

% Tremolite - Actinolite:

% Anthophyllite:

% Total Ashestos: ND ND ND ND ND

Other Materials

% Cellulose: >3<5 >3<5 >3<5

% Fiberglass: >60<70 >60<70 >80 <90 >80<90 >80<90

% Other Fibers: >10<20 >10<20

% Resin/Binder:

% Non Fibrous: >5<10 >5%10 >3<$§ >3<5 >3L5

ND = None Detected Trace =<1%

Special Prep Procedures: None.

*Notes: P. O. #: Not Available.

S ]

hawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
... [f the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting
technique by PLM.™ Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.

Page 4 of 6



11/9/05

DataChem Laboratories
Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 119-NA Asbestos/181-NC Asbestos/1313-N Asbestos
Set ID; 05-A-6085

Client Sample [D: J10F62 JI0F70 J10F71 JI0F72 JI0F76

DCL Sample ID. 05-38738 05-38739 05-38740 05-38741 05-318742

Macroscopic Examination

Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted

Homogeneity: Homog. Homog. Homog. Layered Homog.
Inseparable

Calor: Yellow Yellow Yellow Ylw/Blk/Tan Yellow

Texture: Fibrous Fibrous Fibrous Fbrs/Resns Fibrous

Description: Insulation Insulation Insulation Insulation Insulation

Analysis: PLM PLM PLM PLM PLM

Asbestiform Minerals

% Chrysotile:

% Amosite:

% Crocidolite:

% Tremolite - Actinolite:

% Anthophyllite:

% Total Asbestos: ND ND ND ND ND

Other Materials

% Cellulose: >3<5

% Fiberglass: >90<100 >90<100 >90 <100 >60<70 >90< 100

% Other Fibers:

% Resin/Binder: >5510

% Non Fibrous: >3g5 >3%5 >3<5 >10<20 >1<5

ND = None Detected Trace=<1%
Special Prep Procedures: None.

*Notes: P. Q. #; Not Available.

S ; _

hawn Smythe
Microscopist

All values arc in area percent by visual estimate, The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
*... If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting

technique by PLM." Any of the above samples can be reanalyzed by point counting at the client’s request.

Wherever possible, separate phases are analyzed and reported individually.

Page 5 of 6



DataChem Laboratories
Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford

Location: 1313-N Asbestos
Set ID: 05-A-6085

11/9/05

Client Sample [D: J10F77 J10F78 J10F79 J10F80 JI0F81
DCI. Sample ID: (5-18743 05-38744 05-38745 05-38746 05-18747
Macroscopic Examination

Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Homog. Homog. Homog. Homog. Homog.
Color: Yellow Yellow Yellow Yellow Yellow
Texture: Fibrous Fibrous Fibrous Fibrous Fibrous
Description: Insulation Insulation Insulation Insulation Insulation
Analysis: PLM PLM PLM PLM PILM
Asbestiform Minerals

% Chrysotile:

% Amosite:

% Crocidolite:

% Tremolite - Actinolite:

% Anthophyllite:

% Total Asbestos: ND ND ND ND ND
Other Materials

% Cellulose:

% Fiberglass: >90 < 100 >90<100 >90 <100 >90 <100 >90 <100
% Other Fibers:

% Resin/Binder:

% Non Fibrous: >335 >35S >3<g5 >3<5 >3g5

ND = None Detected Trace=<1%

Special Prep Procedures: None.

*Notes: P. O. # Not Available.

e en

Shawn Smythe
Microscopist

All values are in area percent by visuzl estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
“... If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting

technique by PLM."” Any of the above samples can be reanalyzed by paint counting at the client’s request.

Wherever possible, separate phases are analyzed and reported individuzlly.

Page 6 of 6



Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-006-022 I"l‘ 1 of 4
Collector Comparv Contact Telephone No. Proiect Coordinator
AM Hood v/ Dave Shea 373-2267 KESSNER, JH PriceCode 9K Data Tarnarouad
Proiect Desizuati Samline Locatio F
"100.N Ancillm'; Facilities & 190-DR Other Sofid Sampling f TI9-N Asbestos. :?_-_o::' Air Quality [] 7 Days
Ice Chest No. Field Loebosk No. COA Method of Shipment
Fed €} Box EL-1516-7 Fed Ex
Shinned To Offsite Property No. Bill of Ladi . .
| DateChhem Laborstories - Cincinnafi ] A0L0 Ol 1 LudingAirBillNe. <o OSFe.
_| POSSIBLE SAMPLE HAZARDS/REMARKS -
Asbestos Preservation o
Typeof Container | 7
Special Handling and/or Storage
No. of Contziner(s) !
- A oS Votume g
Ashesioy-
BULK-EPA
SAMPLE ANALYSIS
e No. Matrix * Sample Date Sample Time
.- [10Fa2 193 | omHERSOLID (1-1-0% | jo¥s
elnoraz WE92Y | omiersouo -r-o$ | 1097 - ﬂnaltﬂz
JH10Faa  3XVP)S5 | OTHERSOLD 1/-7 05| 1050 —
cJrores 2§76 | omersown | y-/ 08! jpsS | 1 TS € £4S
. |J0Fas 3§17 OTHER SOLID //—/-05’ /100 - /
CHAIN OF POSSESSION - Siga/Print Names SPECIAL INSTRUCTIONS Matrix *
eljpquished By/Removed 142 ( [Received BySiord In Date/Time e
4 }“‘: 3129 7& wWiing 1428 e
R elinygihed By/Rimoved From 4B e 77 Daw/Time oo
za "la oS‘ > thiivfes Jovo ¥ - wae
B Date/Thme Date/Tmme Axhis
‘3‘ J& ‘\Sbc"v"' l.-.)(.“r‘!_’-lob_ ; ; Q g:;::m
Reclinquished By/Removed F‘Gm DatefTime eceived By/sm in Dagg/Fime i)
1437 L iquid
'Relinqurmd By/Remaoved Erom Date/Time cceived By/Swored o Date/Time Y-Voyanin
(Rgl'mq-uislmd By/Removed From Date/Time Received By'Siored [n Date/Time
LABORATORY Received By Title Date/Time
SECTION M — {12571z re
FINAL SAMPLE | Disposal Method ~ ~ Disposed By Date/Time
DISPOSITION

BHI-EE-011 {0B/295/2005)



Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-006-022 {Pee 2 of 4
Collector Company Contact Telenhone No. Prolect Coordinator
AM Hood / ¢ Dave Shea 373-2267 KESSNER, JH Price Code QK Data Turnarousd
i ; Ssmpling Location .
Fn;:;& Anci?l::;ro;acilitis & 190-DR Other Solid Sampling f | 119:N Asbestos i?;m Air Quality 7] 7 Days
Tce Chest No, Field Loebook No. COA Method i
Fed Ex LBox EL-1516-7 13(30] 2000 | reabe et
Shinped T Offsite Property N ;
F-D. o rories - Cincinmati | s o Aoboold, Bill of Lading/Air BiliNe. <o » PSAC.
POSSIBLE SAMPLE HAZARDS/REMARKS - -—
Asbestos Preservation Nowe
Type of Container o
Special Handliayg and/or Storage
N Ne. of Centainer(s) !
65- A-LOYS voume |
Azbegos-
BULK-EPA
SAMPLE ANALYSIS
Sampie No. Matrix * Sample Date Sample Time B 3 e 2 i e
[o0rer Y DY | omersou | ji-i-05 | 1105
«|u10F48 3549 OTHER SOLID 11-2-0% t0Y7 v
J|J10F49 X730 OTHER SOLID ~1-0% 1048 v~ > Brm.’.y £98le99 £d0 int¥ FirsFloosile _ge.uc/v‘.
v [J10F50 3§10 OTHER SOLID 1/=f~0% 050 v T
JH1oFs1 . 35732 | omhersoup t-f-0% | w082 | « | 27 |Analde Fsi, 2 . E3 wnlil 1T dos:preel resel F-
CHAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCTIONS v Matrix *
o hed BaF egrived By/Stored [n ime
lQJ/ag $z$ e
Didte/Time tha
{22 o (o200 -
elmqm:hcd From Date/Tine [ Ampy !
S """""'“" (tfz 35 rasp e,
Relinggished By/Removed From Date Time L‘:‘,‘: |
Relinquished By/Removed From Date/Time o™
[Retinquisied By/Remaved From Date/Time —IRu:eivzd By/Stored In Date/Time
LABORATORY | Received By Title Date/Time
SECTION W— 1113/ 2 rz.
FINAL SAMPLE | Disposal Method Disposed By Date/Time
DISPOSITION

BHI-EE-011 (08/29/2005)



Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-006-022 ]P-n 1 oof 4
ollect Comozny Contact Telenbone N H i
| am Hood / S eéq Dave Shea 3732267 KEASNER TS | price Code 9K Data Turnareund
icct Desiznati Samoling Location . .
"J00-N Ancillary Facilites & 190-DR Other Solid Sampling { |  119-N Asbestos m‘ Air Quality 7] 7Days
Fee Chest No. Field Logbook No. OA Method of Ski
Fed Bx Box EL-1516.7 332900 ["rdre
Shioped T Oftsite Property N i
mmnmmn Laboratories - Cincinmati B “ AoLoolL BillofLadineAir BillNe. <0 DSPC.
POSSIBLE SAMPLE HAZARDS/REMARKS o —
Asbestos Preservation Nose
GrP
Specis] Handlog and/or Stersge Type of Comtainer
Ne. of Container(s) !
none >
Volume
Asbesies-
BULK-EPA
SAMPLE ANALYSIS
vs"_“l’“"“ Matrix * Sample Date 5""""““: oft. Yu R ¥ s R WW Sl ClAR R
aorsz 3K5TRYS OTHER SOLID (-{-0S | 1053 N~ e fof £52cF$3 udd] / e pescl
Jurors3  3573Y onersowo | //~/-0% | /OSTF e
v{d1ors4 357 3S OTHER SOLID H{-0% 1103
Aoromsa— OTHER SOLID
OTHER SOUID
CHARN OF POSSESSION Sigw/Print Names SPECIAL INSTRUCTIONS Matrix *
Refinquished By, {2§ [Received ByStored in
§ 24- Wijog < 142§ e
iched BWRemoved From B ‘\n- Date/Time m
FZ Pef 24 1 !!Jos_ [ ) ] 2fe o0 o
coquished By DateTime l‘\mm B Date/Time A=Ax .
E{;ﬁ&g :_i o el hb- IuSJOucL Divtrem Lo
[Relinquished By/Removed From Tu:nved By/Stored |.. Date/Time =T
e T |113/e8 122 e
Relinquished By/Removed From Date/Time r\u:eived By'Stored I~ Date/Time Mibumme
[ﬁmw By/Retnoved From Date/Time rw:iv:d By/Stowed Tn Date/Time
LABORATORY [ Received By Title Date/Time
SECTION %——M 112705/ 12 1e
FINAL SAMPLE | Disposal Method - Disposed By Date/Tirme
DISPOSITION

BHIEE-011 (0B/29/2005)




Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-006-623 |p.,. L oof 2
‘ollector Company Contact Telephone No. Proiect Coordinator
AM Hood Dave Shea 373-2267 KESSNER, JH FriceCode 9K Data Turnaround
iect Designation Sambling Location .
l:)O-N Ancillary Facilitics & 190-DR Other Solid Sampling f ll 19-:1: Asbestos m' Air Quality () 7 Days
Ice ChestNo.  — Field Logbook No. A IC 13 13N 200D {Method of Shi
Feed Ex Gox EL-1516-7 FdBx
Shinped To Offsite Property No. Bill of Lading/Air Bi
| DataChem Laboratories - Cincinnati | Avoteot OfLatim/AIrBING o v e OSSP
POSSIBLE SAMPLE HAZARDS/REMARKS —
Asbestos Freservatisn Nome
Type of Container o
Special Handling and/or Storage
No. of Container{s) !
A/ one 52
Volume
Asbexog-
BULK-EPA
SAMPLE ANALYSIS
- oS- Jq - (,O? AY
Mo Varis Samgle we | Sempe T R IS o U T
, [410F60 5 7_16 otersoun [{{ /1 /oS 1] ) .
., [s1oFe1 337577 oTHERSOUD |1 /)/70¢( TE r | 34 udhl AKF
JuroFez e T3S | omersoun Ny fyjeS | LS / !
_Dores— OTHER SOLID T '
—}JIORE s~ QOTHER SOLID
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tinquished By/Bemoved teTime &} 15, [Received By/Stored In Date/Time Ic,' i .
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el B F Date/Ti W B . Duie/Tirrke m
i o€ 24 ula]os (wvo — Wrlosr caws - wa
elinquished B From Date/Time [Received By/Stored [n Dawe/Time AmAn
- ] — — '
[Relmquished By/Removed From Date/Time [Received By/Stored In Date/Time L'::
?‘ Tl = Y ey v
R elinquished By/Remaved From Date/Time Received By/Stored [n Date/Time o—
Relinquished By/Removed From Dale/Time: eceived By/Stored In Date/ Time
LABORATORY | Received By Titie DutrTime
SECTION - T e 2
FINAL SAMPLE | Disposal Method - Disposed By Date/Time
DISPOSITION

BHI-EE-011 (0B/29/2005)




Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-006-024 |"'= 1 of
Collector Company Contact Telephone No. Preiect Coordinator
AM Hood Duave Shea 373-2267 KESSNER, IH PriceCede OK Data Turnarcand
Proiect Designation Sampling Location . .
"ooN Ancillary Facilities & 190-DR Other Solid Sampiing f 181-NC Asbestos SR‘E'L'J: Air Quality [] 7 Days
Ice Chest No. Field Loebook No. COA Method of Shipment
Fed 65 o EL 15167 RIZBIRNZ2MO | Fuk
Shinned To Offsite Proverty No. Bill of Ladi
| DataChem Laboratoics - Cincimmat L AobLo oL o ofLedie/Aic BiliNo. w0 SAS_
POSSIBLE SAMPLE HAZARDS/REMARKS _
Asbestos Preservation one
Type of Container or
Specisl Handling and/or Storage ype
O No. of Contziner(s) 5’
Velume &
Asbestos-
BULK-EPA
SAMPLE ANALYSIS
oS- A-(ors
Samyple No. Matrix * Sarrple Dute Sample Time |5 5L 7 A¥AA
Jrorro 3§ 937 | omersown | L1/ O0S WS Y | "~
[0 3KYyQ | omersowo | wjffof |WW5S | v 1(4#1 At AT oo el
J90F72 US| OTHER SOLID \\_!_l 1’_0( 1 | &t ~o / b
TrorTsT OTHER SOUD
ALT =/ OTHER SOLID
CHAIN OF POSSESSION Sign/Priat Names SPECIAL INSTRUCTIONS Matrix *
el By Rewoped F Date/Time J4f 2O Sosen
flrrer SE-Sabiammn
DateTimd ' zﬁ;ﬁ
ttfrfos ro0s e
" Date/Time A=dir
~od S Oelan St s wew|  Fred X ettt
Relmquished Ey/Removedd From Date/Time Inem'ved By/Stored In Date/Time T
Fop gt B il 11/2 AT 212 LeLiomd
Retinguished By/Removed From DatefTime [leceived By/Stoved In Date/Time —egaion
Ietinguished ByRcmoved From Date/Titne jecewed Ry/Stored In Datw/Time
LABORATORY | Received By Title Date/Time
SECTION 1ibrie Wiz ™
FINAL SAMPLE | Dispossl Method Drisporsed By Date/Time
DISPOSITION

BHI-EE-011 (08/29/2005)



Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-006-025 I"lle 1 eof 2
Coliector Company Contact Telephane No. Preject Coordinator
AM Hood Dave Shea 37132267 KESSNER, JH Price Code QK Dats Turnarouad
Proiect Designation Sa i
700N Aonciary Facilities & 190-DR Other Sofid Samphing f | - 1350 Acoesion pybiey Air Quality [ ] 7 Days
Iee Chiest No. Field Logbook No. COA Metbod of Shi
Fed BEx Ay EL15167 Ri312N Zepo | FeEx
Shipped T Offsite Proverty No. " e/ Air
___lDalaChe':n Laboratories - Cincinnati N * * ADLOOL, Bill of Ladine/Air Bill No. Séoe DIPC_
POSSIBLE SAMPLE HAZARDS/REMARKS — _
Asbestos Preservation o
GP
Special Handling and/or Storage Type of Container
N No. of Comtaimer(s) s'
Volume s
Asbestos-
BULK-EPA
SAMPLE ANALYSIS
—
03- A bo¥S
Sample No. Matrix * Sample Date Sample Time mww
JOF76 ‘3&_;_(”7 orHersoun [V /1 /IS ili{9
NOFT7 AP IYR otHersouo [} /| /5 [} 20
JI0FT8 RgIYY omersoun | §1/}/{$§ lizl
. [110F79 24§ | OTHERSOLID 'r») | 7< j 4
3% T, Lz RIS
. [oF0 SF 77U ommersoud {1/} J 4SS W2
CHAIN OF POSSESSION " Siga/Print Names SPECIAL INSTRUCTIONS Matrix *
eafineished By/R e [ 35 e o (3_5_7 e x
( n‘ . Uy '}6( SE=Sedivnamt
- DigteT R pa-etved ) m{ S0«Salid
| e =
linquished By DaleyTime R AmAir
e R il AT ~d Ex mrmte
Relinquished By/Removed From Date/Time rlmwed By/Stored In Date/Time T Tome
framye M) 11134057 11 Lelivd
elinquithed By/Removed From Date/Time Is\eczived By'Stored [n Date/Time oy
R elinquished By/Removed From Date/Time Feceived By/Stored In Date/Tme
LABORATORY | Received By Title ——
—
SECTION P = _l//’/"ﬁﬂ/l.-
FINAL SAMPLE | Disposal Method Disposed By T DeteTime
DISPOSITION

8HI-EE-01 1 (08/29/2005)



Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-006-025 [Pee 2 of 2
[Collector Company Contact Teleohone No. Proiect Coordinator
AM Hood Dave Shea 373-2267 Kgése:m?mm Price Code QK Dats Turnareund
Proicct Desiznation Samplize Locatica SAFN .
100-N Ancillary Facilities & 190-DR Other Solid Sampling f | 1313-N Asbestos RC-006 Air Quality [} 7 Days
lce Chest No. Field Loebook No. A Method of Shipment
Bed Ex Box EL 15167 131202000 | Feikx
Shioned To Offsite Property No. . BAl of Lading/Alr Bill N
| __DatxChem Laboratories - Cincirmati | AO&OOL o ne/Air Bill No. See DSPL.
POSSIBLE SAMPLE HAZARDS/REMARKS — —
Asbestos Preservation Nowe
Type of Container e
Special Handling and/or Storage
A-J - : No. of Container(s) :
Velume £
Asbestos-
BULK.EPA
SAMPLE ANALYSIS
e‘S - Q—‘(@\S-
b
Sample No. Matrix * Samplc Date Sample Time  [3E3 - HNRE T 1% TR a] o R LNy T T
+ [roro 3857 | omersows N1 71/gG (1128 | Y | — fo LBt ooifins YA 30
L LL0REI~ QOTHER SOLID
Al 10EBS~ OTHER SOLID
“AOER - OTHER SOLID
CHAIN OF POSSESSION Siga/Priat Names SPECIAL INSTRUCTIONS Matrix *
ByR F j DueTime |\ %) FiReceived ByfStored In Daie/Time \% S‘, csen
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